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Bondar-Clegg, Inc.

12980 West Cedar Dr. IR Geochemical
Lakewoog, Colorado 80228 ];ﬁll) 1113[)()rt
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RROHM MINING CORF.
MR« JIM BARRO
F.0. BOX 482
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Bondar-Clegg, Inc

BC

12980 West Cedar Dr. w U7
Lakewood, Colorado 80228
£303) 989-1404 '
REPORT: 098-0585 ( COMPLETE | ‘

Geochemical
Lab Report

REFERENCE INFO! NONE LISTED

CLIENT? BROHM MIMING CORF.

SURMITTED BYD J. BARRON

FROJECT: BILT ENGE DATE PRINTERS 9-AUG-88
NUMEER OF LOWER

ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD

1 Ay Gold 4 0,002 OFT Fire Assay
SAMPLE TYPES HUMBES, SIZE FRACTIONS NUMRER: SAMPLE PREFARATIONS NUMBER
D DRILL CORE 46 2 -150 16
REMARKS! FINAL RESULTS ARE REPORTED,
REPORT COPIES TO! MR. JIM BARRON INVOICE TO: MR, JIM RARRON

MR, JIN BARRON




Bondar-C 3 xin
i el e Geochemical
Lakewocd, Colorado 80228 Lab Report
B " BONDAR-CLEGG

REFDRT: 098-0584 [7 FROJECTY GILT EDG FAGE 1

SAMPLE ELEMENT A SAMPLE ELEMENT fs

MUMBER UNITS OPT NUMBER UNITS OFT

B2 REE-275-0-3 0.028 — 112 RBB-395-200-205 0,027 —

[2 RBB-I95-5-10 0.01% — D2 REB-295-205-210 0,014~

[2 RBE-I95-10-15 0,033 — ['2 REB-375-210-215 0,047 —

D2 REB-I95-15-20 0024 — [2 RBE-395-215-22 0,038 —

D2 RBB-395-20-25 0.045 — D2 RE8-395-220-223 0,055 —

T

D2 RE8-I95-25-30 0,032 — 02 REB8-395-225-210 0,044 —

D2 RE8-395-30-35 0,037 — \L

[i2 RBB-195-15-40 0.050 —

[i2 RBE-I95-40-45 0,048 —

[i2 RBB-195-45-50 0,037 —

02 RBB-395-50-5% 0.017-

02 RBE-395-35-40 0,025 —

D2 RBB-I95-460-45 0,024 —

D2 RBB-I95-65-70 0,036 —

[2 RBE-395-70-73 Q:079—

D2 RBB-295-75-80 0,019 —

B2 “88 395-80- “% 0.037 —

2 F 70 0,038 —

B‘ Y 0.027 —

0z 0,041 —

[2 RBE-395-100-103 0,030 —

D2 RBB-395-100-110 0,020 —

02 RBB-IP5-110-118 0.028 —

02 RBB-I95-115-120 0.018-

D2 RBR-395-120-123 0.025 —

02 RBB-395-125-
D2 REB-195-13

D2 RB8-195-135-140
02 RBE-293-140-14%
02 RBE-3953-145-150

-2

h2 REB-395-150-153
02 RB8-195-155- 1\h

02 RB8-395-160-143
D2 RB8-3953-145-170
B2 RBB-I95-170-175

0.01¢
MeM LD

I2 RBB-395-175-1R0
D2 REB-I95-180-185
02 REB-395-1R5-190
D2 RBB-I?5-190-195

D2 RBB-395-195-200

0,032 -
0,044 —
0,034—
uf')"x —

04017

115 - 425
zs0'@ 0%
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Bondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404 " .

s BONDAR-CLEGG

| REPORTS 098-0388 ( CONPLETE ) ]

Geochemical
Lab Report

[ REFERENCE INFO: NONE LISTEDR

CLIENT: BROHN MINING CORP.
PROJECTS GILT ERGE

SUBMITTED RY: J. RARRON
DATE FRINTEDD 17-AUG-8B

NUMBER OF LOKER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 Au Gold 39 0,002 OPT Fire Assay
2 Au Gold 1 0,002 OFT Fire fAssay
3 Au Gold 1 0,002 OFT Fire Accay
4 Au Gold 1 0,002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMFLE PREFARATIONS NUMBER
D DRILL CORE b} 2 -150 59 fissay Prep 3%
Excessive Wetness 1450
Samrle Pickur 1

RESULTS

HAUE CHANGED FROM PRELIMINARY REPORT.

WE INITIALLY GOT A RESULT OF .177 OPT FOR
SANPLE 445-450, THIS RESULT DOES NOT SEEN

T0 BE REPRESENTATIUE OF THE SAMPLE. 3 CHECKS

RESULTS.

REPORT COPIES TO3 MR, JIM RARRON
MR, JIM BARRON

INVOICE 7O MR, JIM RARROM

——




ey Geochemical
€S ar pr.
Lakewood, Colorado 80228 Lab Report
(303) 989-1404
| REPORT: 098-0568 | | PROJECT: GILT EDGE PAGE 1
SANPLE ELEMENT  Au  Au  Au Au SANPLE ELENENT  Au  Au A Au
NUMBER UNITS  OFT  OPT  OPT  OFT NUMBER UNITS  OFT  OPT  OFT  OFT
D2 R8B-395-230-235 0,035 — 12 R8B-295-430-435 0,008
D2 R88-375-235-240 0,026 — 02 RE8-395-475-440 0,008
12 R88-395-240-245 0,026 — D2 RBE-395-440-445 0,014
12 R88-395-245-250 0,024 — 02 R88-395-445-450 0,177 —0.005 0,008 0,033 = .05C
D2 R88-395-250-255 0,151 — D2 R88-395-450-455 0,013
02 R8B-395-255-260 0,047 — D2 R8B-395-455-460 0,012
12 RBB-395-260-265 0,039 — D2 R8B-395-460-465 0,010
D2 RBB-395-265-270 0,014 D2 R8B-395-465-470 0,040 —
D2 R88-395-270-275 0,029 — 12 R88-395-470-475 0,042 —
D2 RE8-395-275-280 0,024 — 12 R88-395-475-480 0,012
D2 R88-395-280-285 0,023 — 02 R8E-395-480-485 0,007
D2 R8B-395-285-290 0,028 — 12 RE8-395-485-490 0,013
D2 RBB-395-290-295 0,021 — D2 R88-395-490-495 0,011
12 RB8-395-295-300 0,044 — 12 R8B-395-495-500 0,023—
12 R8-395-300-305 0,027 — D2 R88-395-500-505 0,015
D2 R88-395-305-310 0,038 — 12 R88-395-505-510 0,013
D2 REB-395-310-315 0,038 — 12 R8S-395-510-515 0,021 —
I? RE8-395-315-320 0,031 — _425 12 R8B-395-515-520 0,007
12 RE8-395-320-325 oos— 1P e D2 R88-395-520-525 0,012
D2 ReB-395-325-330 0,03— 7250 @,0%
12 R88-395-330-335 0,017-
12 R§B-395-335-340 0,021 —
D2 R8-195-340-345 0,028 —
D2 RBB-395-345-350 0,030 —
D2 R88-395-350-355 0,056 —
12 RBB-395-355-360 0,051 —
D2 R88-395-340-345 0,034 —
12 RBB-395-345-370 0,028 —
D2 RE8-395-370-375 0,035 —
D? R§B-395-375-380 0,049 —
D2 RE3-175-380-385 0,018
D2 REB-395-385-390 0.018-
12 R83-395-390-395 0,021 —
12 R88-395-395-400 0,016
D2 R88-395-400- 405 0,027 —
2 RB8-395-405-410 0,024 —
D2 RB8-395-410-415 0,027 —
D2 R8B-395-415-420 0.024 —
D2 R8-395-420-425 0,026 —
D2 RBB-395-425-430 0,013
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v e .- Geochemical
12980 West Cedar Dr. v
‘Lakewood, Colorado 80228 Lab Report
(303) 989-1404 . ‘

BRORM MINING CORP.
¥R+ JIM BARRON
PO BOX 483
DEADUQOD: SD
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Bondar-Clegg, Inc. G ical
12980 West Cedar Dr. v ! he
Lakewood, Colorado 80228 Lab Report

(303) 9891404 . .

REPORT: 098-0592 { COMPLETE ) I REFERENCE INFO: NONE LISTED
CLIENT: BROHM MIMING CORF. SURMITTED RY: J. BARRON
- PROJECTY GILT EDGE DATE PRINTED: 4-AUG-88
NUMRER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION KETHOD
1 Au Gold 13 0,002 OFT Fire Assau
SAMFLE TYPES NUMBRER SIZE FRACTIONS NUMRER SAMPLE PREPARATIONS NUMBER
I DRILL CORE 13 2 -150 13 Azsay Frep 13
Excessive Wetness 314
REMARKS: FINAL RESULTS ARE REPORTER.
REPORT COPIES TO: MR. JIM RARRON INVOICE 70! MR, JIM RARRON

MR. JIM BARRON




Bondar-Clegg, Inc
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

Geochemical

Lab Report

REFORT: 098-05392 l FROJECT: GILT EDGE FAGE 1
SAMPLE ELEMENT Au
NUMBER UNITS OFrT
12 RB8-2953-525-530 0.002
[2 RBR-395-530-535 0.004
02 RB8-395-535-540 0.008
02 RBB-393-540-543 0.008
02 RB8-395-345-350 £0.002
[12 RBB-395-550-555 £0.002
2 RBB-395-555-360 0,002
12 RBE-195-560-363 <0.002
2 RB8-395-365-570 0,003
02 RB8-1%5-570-573 0,002

i

2

2 RER-393-575-580

rBe-1953-580-583
RE8-395-585-5%0
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Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado
U.S.A. 80228
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Bondar-Clegg, Inc. o .
12980 West Cedar Dr. .- Ec Geochemical
Lakewood, Colorado 80228

(303) 989-1404 . . Lab Report

BONDAR-CLEGG

RROHM MINING CORF,
MR, JIM BARRON
F.0v BOY 483
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Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

~

.

Geochemical
Lab Report

REPORT? (98-0593 ( COMFLETE @

REFERENCE INFO! NONE LISTED

CLIENT! EROHM MINING CORF,
FROJECT: GILT ERGE

SURMITTER BYD J. EARRON
DATE PRINTERD 9-AUG-BB

ORDER LEMENT

1 Ay Gold

KETHOD

Fire Assag

SANMPLE TYPES

I DRILL CORE

SAMPLE FREPARATIONS NUMBER

fszay Frep 29
Excessive Wetness 583
Samrle Fickup 1

REMARKS? FINAL RESUTLS ARE REFORTED.

REPORT COPIES 70! MR. JIM RARRON

YOICE TOY MR. JIM BARRON

ME,_JT¥ BAREQON




Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

e

i

REFORT: 098-0393

SAKPLE ELEMENT Au
NUMBER UNITS OrT
D2 RBB-I95-590-593% 20,002
D2 RBE-393-5395-4600 0,002
D2 RER-3953-400-405 0,002
D2 RBE-393-5053-610 0,002
2 RBB-395-610-413 0,002
[2 RBB-395-415-420 0,002
[2 RBB-I95-420-423 0,002
Ii2 RBB-IP5-425-430 0002
2 RBR-195-A30-613 0,002
2 RBB-395-435-44 0,002
D2 RBE-393-£40-845 0,002
[2 RBB-I95-645-4650 0,002
02 RBE-J95-450-455 <0002
D2 RBB-I95-435-440 0,002
12 RBE-I95-640-645 0,002
N2 RBE-295-56653-470 0,002
D2 RBE-I95-670-675 L0002
D2 RBE-395-46753-480 0,002
D2 RBR-295-480-485 £0.002
02 RBB-395-4B5-490 0,002
2 RBE-3953-4690-695 0,002
02 RBE-3953-495-700 0,002
D2 R8B-395-700-705 0,002
D2 RBE-395-7053-710 0002
I2 REB-395-710-715 0,002




Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado
U.S.A. 80228
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Telex: 45693
» ¢

ik - -

- ” >
} /] E
] f v
{ =1
' 4 i 1 ) - 2 =03
i 'g‘ ¥ £
i 1 T ¢

\\

A 3 S0 ¢ 1
{ { i 2 F {
' § {
i
¥
i ¥ § ¥ { o & v 4
! b1y E1 2 } §
" i A . A" 4 '

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



RES -
] Su_\P.Je’SZE ©oHsTIT

4L

4 E 26395./
ceEV. BE 5375,

L3 19,

BN

£o

e

1 bSe ¢ 9o,
T =]
V%‘

$o
3 4

AN
3 ¥ > 7 ]pPl s w

A ogo

64 50




Q
3 N
_W/ .ﬂ. >
0 4 A
G . e /<3¢
; A e — _ P R 2N H N,;/\ < _A_ la _f\/z\/ - \._Av_‘.\.\ bt \\/|~1 S
NA_ . < Ab A — < < L A
A

J

- t)-.—\\g




